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The catalytic redox activity of polyoxometalates 
has attracted much attention in recent years [1]. 
Heteropolyanions and especially their metal-
substituted derivatives have some very useful 
and interesting properties. Such features include 
the high stabili ty of most of their redox states, 
the possibili ty to tune their redox potential by 
changing the heteroions and/or the addends ions 
without affecting their structure, the variabili ty 
of the transition metal cations which can be 
incorporated into the heteropolymetalates 
structure, and the possibili ty of multiple electron 
transfer. These properties make 
heteropolyanions attractive as redox catalysts 
(mediator) for indirect electrochemical 
processes. 
The polyoxometalates can be attached onto the 
electrode by using an interaction between the 
polyoxometalates and the electrodic surface. 
There are three methods commonly used to 
immobili se them [1]. The first method is the 
adsorption of polyoxometalate on the electrodes 
by dip coating. The second is the 
electrodeposition of polyoxometalates on the 
electrode surface from a polyoxometalate 
solution under constant potential. The third 
method is to entrap polyoxometalates into 
polymers onto the electrode. This entrapment 
can be carried out in a stable way by two ways. 
First, electrostatic incorporation into a polymer 
can be considered, performed on the electrode 
(two step method), for example by spin coating 
or electropolymerisation. Then the polymer-
coated electrodes are soaked in the solution 
containing the electrocatalysts.  
Second, polyoxometalates are immobili sed 
simultaneously with the electropolymerisation 
procedure (one step method), in other words the 
oxidative polymerisation is carried out in the 
presence of the polyoxometalates. 
The last method seems to be very promising and 
it is a simple way to assemble modified 
electrode and/or sensors 
Few investigations on the electrochemical 
behaviour of Fe4-POM free or immobili sed have 
been reported, as well of its electrocatalytic 
activity vs. H2O2, and no data have been 
published about its use in assembling 
biosensors. 
In this paper, we reported a study of the 
electrochemical and electrocatalytic behaviour 
of Fe4-POM immobili sed in an electropolymer 
such as poly(1,8-DAN) [2], on graphite 
electrodes. We studied the stabili ty of Fe4-POM 
[3] immobili sed, changing the 
electropolymerisation conditions. 
For the first time, to our knowledge, a glucose 
biosensor, assembled immobili sing glucose 
oxidase (GOx) and Fe4-POM in an 
electropolimerysed film, has been obtained. A 
study of immobili sing system for GOx and the 
catalysts has been carried out. In this way, we 
could detect H2O2 amperometrically at an 
applied potential of –0.04V vs. AgAgCl. 
Finally, the resulting glucose biosensor has been 
fully characterised in terms of detection limit , 
linear range, response time and stabili ty [4].  
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